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TEST REPORT

Project Name: Self Evaluation

Owner:
Applicant: WECAND ENTERPRISE CO., LTD.
Supplier: GOODWILL FIBERGLASS CORP.
Sample Name:

No.7614014
Sample Submitted By: WECAND ENTERPRISE CO., LTD.-#&

Date of Sample Received: Apr. 2,2014

Date of Testing: Apr. 2,2014~Apr. 8, 2014
Testing Method: Refers to ASTM A370-12a
Remark:
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Date :Apr. 09, 2014

COJAAL CONSORTIUM JAPONAIS POUR L'AUTOROUTE ALGERIENNE

GLASS-FIBER REINFORCED PLASTIC TUBE ¢ 76mm & COUPLER

The information mentioned in the above section is provided by Client
(Exclude Date of Sample Received and Date of Testing)

Test Result:
Sample Name Tensile Load
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WECAND ENTERPRISE CO., LTD.

.......... )

The required specification(s) offered in this test report is/are for reference only.
The conformity judgment is at the Applicant's final verdict.

Anthorized Signature(s)

This document s issued by the Company subject to its General Conditions of Service printed overleaf, available on rsE

and, for electronic formal documents, subject lo Terms and Condilions for Electronic Documents al hilp:/fwww 5gs.
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